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CITY OF FORT SMITH SUPPLEMENTAL SPECIFICATION 

PAVEMENT REPAIRS 

 

 

SECTION 370 of the Standard Specifications for Public Works Construction, February 2008 

Edition, is hereby amended as follows: 

 

370.03 CONSTRUCTION METHODS 

 

Delete the second and third sentences of the first paragraph of item B. DEEP PATCH and 

replace it with the following: 

 

The existing pavement within the limits of the patch shall be removed by cold milling as 

specified in Section 360 “Cold Milling Asphalt Pavement.”  Small isolated sections of 

pavement may be removed by other methods with prior approval by the Engineer. 

 

 

 


